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ABSTRACT
Data on creep of concrete, both mass- and water-cured in the temperature range 70 to 205F are presented, together with results of subsequent creep recovery tests. Hence, observations on the viscous character of the creep deformation are made. Data on strength and elasticity of one mix within the same termperature range are presented.
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